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Applicant 4 SERBIO REFSOURCES 8D, BHID.
271-2, Jalan Perkasa 1. Taman Maluri,
553100 Kuala Lumpure

Ml egoerer

Hoelland
Prodduct ; AntiSLIP Treatment
Reference standard ¢ ASTM EI03-830 20031 Standard Test Method Tor & ||_';|:-;1||'i1'|l___l Surface
Mlethod of test Frictuonal Properties Using the British Pendulum Tester
Deseription of sample Recerved one (1) sample of AntiSLIP Treatment on one picee of
ceranmic ile for testing which was labeled as:
Brand + AntiSLIFP Syvstem

Marking : 1} Treated (half area of tile)
2y Untreated (half area of tile)

Date received 3 16" April 2007
Joly Mo ! J2ZOTE0R03R7T
[ssue date - 25" April 2007

(HAHNAS MAHBUT)

Senior Technical Executive Manager

Chemical Testing Section
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Test Kesuli
Sample s AnGSLIT Treatment
Brand : AntiSLIFP Svstem

Marking : 1) Treated (half area of tile)
21 Unitresbed (Rl arean of gile)

Hesuls

M. Type of Test Test Methd e — e
Trented Untreated

l. Hlip resistance. BPN ( British ASTR I 30393020413
Pendulum Mumber)

1.1 Wet Condition 45

Chexrdcal Testing Section
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